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412-365-1000 A Program of ASTM International
lIF  Operationally Valld Candidate Data

Parameter: SACLW, Screened Average Cam+ Lifter Wear (units =micrometers)
Where valdity Is 'VI' or 'VQ' and SAE vis grade Is SW—30 and date ge Sept 8, 2001
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! Test Block
1 STD = 18.132 micrometers in date completed order

(each block is comprised of 5 tests)

S-DBD without SA
Thursday, Aprll 10, 2025




