Thursday, November 30, 2023

lIH60 - Report Period: OCT 2023
Where SAE vis grade is 0W-16, 0W-20, 0W-30, 5W-20, 5W-30, or 10W-30
Status Of Reported Tests
STATUS COUNT | PERCENT

Valid 3 100

Total Reported Tests 3 100



llIH60 - Report Period: OCT 2023
Where SAE vis grade is 0W-16, 0W-20, 0W-30, 5W-20, 5W-30, or 10W-30
Replicate Database Report
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Replicate OCT All
Database 2023 | Periods
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llIH60 - Report Period: OCT 2023
Where SAE vis grade is 0W-16, 0W-20, 0W-30, 5W-20, 5W-30, or 10W-30

Pass/Fail

PVIS <=249
Report Number %
Period API Category N | Passed | Passed
OCT 2023 | All Categories, All Parameters | 3 3 100
OCT 2023 | SP - All Parameters 3 3 100
OCT 2023 | SP, PVIS 3 3 100
OCT 2023 | SP, PVIS (Without SA) 3 3 100
All All Categories, All Parameters | 17 17 100
All SP - All Parameters 17 17 100
All SP, PVIS 17 17 100
All SP, PVIS (Without SA) 17 17 100
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IIH60

Where SAE vis grade is OWe=16, 0W==20, 0W==30, S\W=20, 5\WW=30, or 10W=30
Status of Reported Tests
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